
FRIEDMAN & BRUYA, INC.

ENVIRONMENTAL CHEMISTS

Date of Report: December 31, 1990
Date Submitted: December 6, 1990
Project: Acid Concentration, P.O.# 17913

RESULTS OF ANALYSES OF THE WATER SAMPLES
FOR SELECTED METALS BY ICP

Results Reported as mg/L (ppm)

NickelChromiumSample # Copper
(ppm) (ppm)(ppm)

730b

2,000b
7,300ab

6,800ab

450ab

11,000ab

8,300ab

620ab

M17913A

M17913B

36M17913C

Quality Assurance

Method Blank <0.1 1.21.5

M17913B (Duplicate) 8,100 2,400 6,900

M17913B (Matrix Spike)
Spiked @ 50 ppm
Percent Recovery c c c

a _
The analyte indicated was also found in the blank sample.
Value reported exceeded the calibration range established
for the sample.

The amount spiked was insufficient to give meaningful
recovery data.

b _

c _

AKC-0014467



FRIEDMAN & BRUYA, INC.
ENVIRONMENTAL CHEMISTS

AMENDED January 7, 1991

Date of Report: December 31, 1990
Date Submitted: December 6, 1990
Project: Acid Concentration, P.O.# 17913

RESULTS OF ANALYSES OF THE WATER SAMPLES
FOR % ACID

Results Reported as %

Sample # Total Acid
(%)

M17913A 11%

M17913B 6.8%

M17913C 14%

AKC-0014468



FRIEDMAN & BRUYA, INC.
ENVIRONMENTAL CHEMISTS

December 31, 1990
December 6, 1990

Date of Report:
Date Submitted:
Project: Acid Concentration, P.O.# 17913

RESULTS OF ANALYSES OF THE WATER SAMPLES
FOR % ACID

Results Reported as %

Sample # Total Acid
<%)

M17913A 23%

M17913B 14%

M17913C 13%

AKC-0014469



FRIEDMAN & BRUYA, INC.

ENVIRONMENTAL CHEMISTS

Date of Report: December 31, 1990
Date Submitted: December 6, 1990
Project: Acid Concentration, P.O.# 17913

RESULTS OF ANALYSES OF THE WATER SAMPLES
FOR SPECIFIC GRAVITY

Results Reported as g/mL

Sample # Specific Gravity
(g/mL)

M17913A 1.18

M17913B 1.24

M17913C 1.12

Quality Assurance

Distilled Water 1.04

AKC-0014470
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